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GZIN2108091E4
CUSTOMER NAME: BLUEVIEW ELEC-OPTIC TECH CO.,LTD
ADDRESS: NO.1000, SECTION 2, 2ND KONGGANG ROAD, SOUTHWEST

AVIATION INDUSTRIAL DEVELOPMENT ZONE,
CHENGDU,SICHUAN,CHINA

Sample Name : LED MODULE
Model No. o A4-FW
Other Information o A4-W

Above information and sample(s) was/were submitted and confirmed by the client. SGS, however,
assumes no responsibility to verify the accuracy, adequacy and completeness of the sample
information provided by client.

——
SGS Ref. No. : CQ22033474 28.9

Date of Receipt : Aug 23, 2021

Testing Start Date : Aug 23, 2021

Testing End Date : Sep 27, 2021

Test result(s) . For further details, please refer to the following page(s)

(Unless otherwise stated the results shown in this test report refer only to
the sample(s) tested)

Signed for

SGS-CSTC Standards Technical
Services Co., Ltd. GZ Branch Testing
Center

Kelly Lee
Authorized signatory
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Summary of Results:
No. Test Item Test Method Result Conclusion
GB 7000.1-2015 Section
1 Needle-Flame Test 13.3 & IEC 60695-11- See result Pass
5:2016
GB 7000.1-2015 Section
2 Needle-Flame Test 13.3 & IEC 60695-11- See result Pass
5:2016
Note: Pass : Meet the requirements;

Fail : Does not meet the requirements;

/- Not Apply to the judgment.

Original Sample Photo:

Test part for test Test part for test
item 2 Jitem 1
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1.Test Item: Needle-Flame Test
Sample Description: Product part
Test Method: GB 7000.1-2015 Section 13.3 & IEC 60695-11-5:2016
Test Condition:
Time of flame application: 10s
Test Result:
Specimen 1 2 3
Whether the specimen have been ignited or not No No No
Duration of flames or glowing of the test / / /
specimen, to (S)
Whether the wrapping tissue have been ignited
. No No No
or no

Requirement in GB 7000.1-2015 Section 13.3:

1) Flames of the test specimen extinguish within 30s after the removal of the test flame.
2) Flaming particles or drops has been no ignition of the wrapping tissue.

Conclusion: Pass

Note:

1. Test specimens were cut from the sample.

2. Client didn’t provide specified layer and surrounding parts.

Unless othen\dse agread in wlltlng lhl5 dncumenl is issued by the Company subject to its General Conditions of Service printed
overleaf, il t hitp:/iwww.sgs.com/en/ Terms-and-Conditions.aspx and, for elaclronlc format do:nmenls

subject to Terms and Condrtlons for Electronic Documents at H

Attention is drawn to the limitation of liability, indemnification and jurls: ssues defined therain, Any ar o 1 ocument

advised that information contained hereon reflects the Company's fndlngs at the time of its intervention only and mthln the limits of

Client's instructions, if any. The Company's sole responsibility is to its Client and this documenl doss nol exonerate parties to a

transaction from exerclsing all their rights and obligations under the tr t cannot be

except in full, without prior wrllten pp | of the C: Any (] d alteration, for$ery or falsification of the content or
of this d tis flenders may be pr ted to the fullest extent of the law. Unless otherwise stated the

results shown in this test report refer onlr |o tha sampl a(s} tested and such sample(s) are retained for 30 days only.

Attention: To check the authenticity of testing linspection report & certificate, please contact us at telephone: (B6-755) 8307 1443,

or emall: CN,Docchecki@sgs.com

106 Kiezhw Road, Scentizch Park Guangzhou Economic: & Technology Development Distict, Guangzhou, Chine 510663 £(86-20) 82155555  (86-20) 82075188 www.sgsgroup.com.cn

hE - N - SFEATFEEHEHRER985 EBHH:510663  1(86-20) 82155555 f(86-20)82075188 e sgs.china@sgs.com

|

Member of the SGS Group (SGS SA)



TEST REPORT

No. : GZIN2108049164MR
Date: Sep 27,2021
Page: 4o0f 6

Test Photo:

During test

Before test After test

Equipment Information:

] ) o Next Calibration
Equipment Model Equipment No. Calibration date dat
ate
Needle-flame Tester ZLT-ZY2 GZMR-PL-E247 2021-01-20 2022-01-19
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2.Test Item: Needle-Flame Test
Sample Description: Product part
Test Method: GB 7000.1-2015 Section 13.3 & IEC 60695-11-5:2016
Test Condition:
Time of flame application: 10s
Test Result:
Specimen 1 2 3
Whether the specimen have been ignited or not No No No
Duration of flames or glowing of the test / / /
specimen, to (S)
Whether the wrapping tissue have been ignited
. No No No
or no

Requirement in GB 7000.1-2015 Section 13.3:

1) Flames of the test specimen extinguish within 30s after the removal of the test flame.
2) Flaming particles or drops has been no ignition of the wrapping tissue.

Conclusion: Pass

Note:

1. Test specimens were cut from the sample.

2. Client didn’t provide specified layer and surrounding parts.
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During test

Before test After test

Equipment Information:

) ) o Next Calibration
Equipment Model Equipment No. Calibration date dat
ate
Needle-flame Tester ZLT-ZY2 GZMR-PL-E247 2021-01-20 2022-01-19

Appendix information:

internal quality control,
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The test report shall only be used for clients’ scientific research, teaching,
product research and development, etc., and just for internal reference.

*kkkkhkkk End Of report********
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