TEST REPORT

No. : GZIN1807037567MR
Date : Aug 08, 2018

Page: 1of 4
CUSTOMER NAME: BLUEVIEW ELEC-OPTIC TECH CO., LTD
ADDRESS: NO.1000, SECTION 2, 2ND KONGGANG ROAD, SOUTHWEST
AVIATION INDUSTRIAL DEVELOPMENT ZONE, CHENGDU, SICHUAN,
CHINA
Sample Name :  SILICON NEON
Model No. : NXXX (SILICONE VERSION)

Above information and sample(s) was/were submitted and confirmed by the client. SGS, however,
assumes no responsibility to verify the accuracy, adequacy and completeness of the sample
information provided by client.
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SGS Ref. No. : CQ19062325/4.4

Date of Receipt : Jul 16,2018

Testing Start Date : Jul 16,2018

Testing End Date : Aug 08, 2018

Test resuli(s) . For further details, please refer to the following page(s)

(Unless otherwise stated the results shown in this test report refer only to
the sample(s) tested)

Signed for

SGS-CSTC Standards Technical
Services Co., Ltd. GZ Branch Testing
Center

5 .
N

Winnie Tan
Authorized signatory
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Summary of Results:

No. Test ltem Test Method Result Conclusion
Visual
1 Effect of Liquids ISO 1817:2015 discoloration /
and swelling
Note: Pass : Meet the requirements;

Fail : Does not meet the requirements;
/ : Not Apply to the judgment.

Original Sample Photo:
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Test Item: Effect of Liquids
Sample Description: See photo
Test Method: ISO 1817:2015
Test Condition:

Test method: Immersion

Test period: 72h

Test temperature: 23°C
Test Result:
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Test solution

Appearance

92# gasoline

Visual discoloration and swelling

1984

or email: C
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Test Photo:

Reference sample Tested sample

During test
92# gasoline
*kkkkkkk End of report********
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